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FIELD OF TESTING : Chemical and Biological Testing

MATERIALS / STANDARD METHODS /
PRODUCTS TESTED TESTS /PROPERTIES TECHNIQUES / EQUIPMENT
A Aggregates 1. Chloride Content SS 73: Part 17: 1992

BS 812: Part 117: 1988

BS EN 1744-1: 2009 + Al: 2012
(Clause 7)

BS EN 1744-1: 1998 (Clause 7)
BS EN 1744-5: 2006

2. Sulfate Content SS 73: Part 18: 1992
BS 812: Part 118: 1988
BS EN 1744-1: 2009 + Al: 2012
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MATERIALS / STANDARD METHODS /
PRODUCTS TESTED TESTS/ PROPERTIES TECHNIQUES / EQUIPMENT

B2 Cement, Fly Ash 1. Reactive Silica BS EN 196
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Note:

This laboratory is accredited in accordance with the recognised International Standard ISO/IEC 17025. A
laboratory's fulfilment of the requirements of ISO/IEC 17025 means the laboratory meets both the technical
competence requirements and management system requirements that are necessary for it to consistently
deliver technically valid test results. The management system requirements in ISO/IEC 17025 are written
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